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Sn/SP ʣǮǵȵɱɈɞȠɩɅɐɇǵ ӓ֚ꜘ 

UOL SAL SOL

Pt/SiO2 823 41.7 26.8 11.2 30.5 0.0

Pt-Sn/SiO2 823 100.0 0.0 0.0 0.0 100.0

Sn/SiO2 823 0.0 0.0 0.0 0.0 0.0

SP 823 24.3 24.8 6.0 16.7 1.6

Sn/SP 823 1.5 100.0 1.5 0.0 0.0

Sn/SP 723 26.8 85.0 22.8 2.1 1.9

Sn/SP 623 36.2 79.3 28.8 5.5 1.9

Yield (%)
Catalyst

Calcination

Temperature (K)
Conversion (%)

Selectivity of

UOL (%)

Reactant: t-cinnamylaldehyde 0.2 ml, Solvent: t-amylalcohol 4.0 ml

Catalyst weight: 100 mg for SP and Sn/SP, 50 mg for the others

Reaction temperature: 423 K, Pressure of H2: 2.0 MPa (gauge)

Reaction time: 70 h for SP and Sn/SP, 20 h for the others

⁷Sn/SP ≢─◦fi♫ⱶ▪ꜟ♦ⱥ♪─
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